
American 

Flamecoat 

Inc. 

Client: Pierre Frey 
47 rue Des Petits Champs 
75001 Paris
France

Test Report No: 415153 Date: 4-15-2015 

The Following sample was submitted by the client as: EW 220 gsm-520 gsm 

DATE OF RECEIPT: 4-06-2015 

TESTING PERIOD: 4-15-2015 

TEST REQUESTED: The submitted sample was tested for flammability in 
accordance with the procedures outlined in ASTM E-84-98. 

520 Eagleton Downs Dr. 
Suite D 

Pineville, NC 28134 
704-405-2550

americanflamecoat.com 
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EW 220 GSM-520GSM Sample: 
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EW 220 GSM-520GSM Sample: 



30 

25 ' 

Distance 20 ' 

' 15 

10 

o 

Flame.Spread 

�/-->< 
-

o 
... 
100 200 

Client: Pierre Frey
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Sample: EW 220 GSM-520GSM 
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